
DOI 10.1140/epje/i2016-16021-x

Regular Article

Eur. Phys. J. E (2016) 39: 21 THE EUROPEAN
PHYSICAL JOURNAL E

Controlling and characterising the deposits from polymer
droplets containing microparticles and salt�

Y. Msambwa, A.S.D. Shackleford, F.F. Ouali, and D.J. Fairhursta

Nottingham Trent University, Clifton Lane, Nottingham, NG11 8NS, UK

Received 14 July 2015 and Received in final form 29 January 2016
Published online: 26 February 2016
c© The Author(s) 2016. This article is published with open access at Springerlink.com

Abstract. A coffee ring-stain is left behind when droplets containing a wide range of different suspended
particles evaporate, caused by a pinned contact line generating a strong outwards capillary flow. Conversely,
in the very peculiar case of evaporating droplets of poly(ethylene oxide) solutions, tall pillars are deposited
in the centre of the droplet following a boot-strapping process in which the contact line recedes quickly,
driven by a constricting collar of polymer crystallisation: no other polymer has been reported to produce
these central pillars. Here we map out the phase behaviour seen when the specific pillar-forming polymer is
combined with spherical microparticles, illustrating a range of final deposit shapes, including the standard
particle ring-stain, polymer pillars and also flat deposits. The topologies of the deposits are measured using
profile images and stylus profilometery, and characterised using the skewness of the profile as a simple
analytic method for quantifying the shapes: pillars produce positive skew, flat deposits have zero skew
and ring-stains have a negative value. We also demonstrate that pillar formation is even more effectively
disrupted using potassium sulphate salt solutions, which change the water from a good solvent to a theta-
point solvent, consequently reducing the size and configuration of the polymer coils. This inhibits polymer
crystallisation, interfering with the bootstrap process and ultimately prevents pillars from forming. Again,
the deposit shapes are quantified using the skew parameter.

1 Introduction

The work of Deegan et al. [1] first thoroughly investigated
the properties of the coffee ring-stain, commonly seen
when suspension droplets are left to evaporate on a solid
surface. They proposed a simple explanation for these de-
posits with just two requirements: firstly, the triple line
at the edge of the droplet must remain pinned to the
substrate throughout (nearly all of) the drying process,
known as constant contact radius drying (CCR) [2]; sec-
ondly the evaporative flux over the droplet varies with
radius r measured from the centre of the droplet and di-
verges at the contact line r = R following a power law.
These two requirements lead to an outward flow to re-
plenish solvent loss at the contact line, which sweeps sus-
pended material to the contact line where it is deposited
as a ring-stain. The size and shape of the deposit is ro-
bust over a range of experimental parameters and follows
simple power-law predictions [3]. One of the aims of ongo-
ing research into drying sessile droplets is to control and
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prevent the formation of the coffee ring-stain as many
commercial processes require a uniform deposit. Several
mechanisms have been observed to achieve this goal in-
cluding: non-spherical particles [4], capillary forces [5];
Marangoni flow induced by surface tension gradients [6];
electrowetting [7]; using droplets smaller than a critical
size [8] and heated substrates [9]. Many of these effects
are summarised in a recent review [10].

In many cases, ring-stains are also suppressed if the liq-
uid in the droplet undergoes a phase-change during evap-
oration. For example, in drying droplets of both dextran
[11] and bitumen [12] the contact line becomes pinned,
a flexible glassy skin with fixed surface area forms and
as evaporation continues the film buckles leaving a final
deposit in the shape of a sombrero.

The polymer used in this study is the very widely used
linear polymer PEO, poly(ethylene oxide) [13–16]. It is
unique amongst its homologues for its unusual solubil-
ity properties [17]: it dissolves in water, although at high
concentrations or molecular weights, solutions can appear
cloudy due to micron-sized clusters of undissolved poly-
mer [18]. The origin of these clusters is still a point of con-
tention [18]. The properties of PEO are very well known
including data on its viscosity [19], solubility [20], phase
behaviour [21] and crystallisation [22]. In water, PEO
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molecules adopt an expanded coil structure as water is
considered a good solvent for PEO. These fully expanded
coils have sufficient space to arrange into a crystaline net-
work with the neigbouring chains to form spherulites when
the polymer concentration increases. The solvent quality
can be reduced by adding salts which disrupt the wa-
ter structure, reducing the favourable interaction between
monomers and water until the theta point is reached,
where the molecule is somewhat condensed and described
by the statistics of an ideal coil. On the addition of fur-
ther salt, the polymer will precipitate out of solution as
it undergoes a coil-globule transition; several works have
studied the effectiveness of various salts [23, 24]. An in-
teresting follow-up paper studied the change in polymer
conformation using optical tweezers to show the elastic-
ity of a single PEO molecule as the salt concentration is
altered [25].

In a previous work [26] we observed for the first time
that aqueous droplets of PEO follows a unique drying
route. The liquid droplet is squeezed inwards by a con-
stricting ring of crystallising polymer at the contact line
which eventually lifts the remaining liquid from the sur-
face, forming polymer pillars which may be taller than the
original droplet. The polymer crystallisation is an essen-
tial part of this process and explains why this effect has
not been seen in other, non-crystallising polymers. Further
work [27] examined in detail the mechanisms controlling
this behaviour, showing that the effects of droplet volume,
contact angle, temperature and vapour pressure could be
combined into a dimensionless Péclet number which cor-
rectly predicts whether a given droplet will form a pillar
or not. The physical mechanism was later expanded to
also include the effects of polymer concentration [28] and
polymer molecular weight [29]. More recently very similar
pillar-forming behaviour was observed in droplets of blood
evaporating at pressures below 10% atmospheric pressure.
The striking similarities between the two cases were used
to develop a generalised classification of droplet evapo-
ration modes [30], determined by the constant A which
relates the instantaneous droplet radius R to the speed of
motion of the contact line Ṙ in the equation Ṙ = −A

R .
For A = 0, the contact line is pinned and evaporation
is through CCR mode, resulting in classic ring-stain de-
posit. For 0 < A < ACCA, less than ACCA a specific rate at
which the droplet evaporates with constant contact angle,
the deposit is a doughnut shape due to the slow receding
of the contact line during evaporation. For A > ACCA,
“fast receding” of the contact line is seen, resulting in the
deposition of a tall pillar. In ref. [30] the parameter A was
varied using polymer concentration.

An aesthetically similar observation is seen in freez-
ing water droplets. Liquid water expands as it solidifies,
leading to cusped solid deposits [31]. Droplets of salt so-
lutions do not typically form ring-stains due to modified
wettability once salt crystals begin to precipitate [32], and
can often be seen to “creep” across the surface, leaving a
deposit that is larger than the original droplet [33, 34].

Others have also studied the drying behaviour of PEO
droplets. Mamalis et al. [35] varied the molecular weight

and substrate chemistry to highlight the role of inter-
facial friction on pillar formation. Hu et al. [36] placed
5% concentration droplets of molecular weight MW =
280 kg mol−1 PEO on both isothermal and heated sub-
strates and found evidence of Marangoni flow at higher
temperatures. Choi et al. [37] added 1μm and 6μm hol-
low glass spheres to very dilute (maximum of 0.1%) PEO
solutions with MW = 200 kg mol−1 and 900 kg mol−1 in
order to alter the viscous drag on the moving particles.
They found that even at such low concentrations, the ef-
fect of the polymer was sufficient to disrupt formation of
the ring-stain.

In this work we investigate two methods to control the
pillar formation in aqueous PEO droplets, and propose a
simple method to characterise the basic shape of the de-
posit. Firstly we study mixtures of PEO with polymer mi-
croparticles, mapping out how the droplet deposits change
from ring-stain to pillars as the relative concentration of
the two components are varied. We use two different sized
particles and compare their effects, to determine whether
polymer crystallisation and hence pillar formation is dis-
rupted more by particle volume fraction, or number den-
sity. Secondly we disrupt the water structure by adding to
the PEO solutions small quantities of the salt potassium
sulphate, K2SO4, as this ranks relatively highly in both
the Hoffmeister series (indicating a strong tendecy to in-
duce protein precipitation) and in the data in ref. [23] on
the effect of various salts on PEO solubility. With added
salt the solution is not as good a solvent for the polymer,
so its quality as a solvent has reduced. We study how the
pillar formation is disrupted when the solvent quality is
reduced leading to a reduction in the size of the dissolved
polymer coil and a restriction on the freedom of the coils to
form ordered crystalline structures. To quantify our find-
ings from both sets of experiments, we present a novel and
versatile technique, using the skewness of a height profile,
to distinguish quantitatively between the various deposits.

2 Methods

Polymer solutions were prepared by dissolving PEO pow-
der (from Sigma Aldrich with average molecular weight
Mw = 100 kg mol−1 and 200 kg mol−1, referred to as
PEO100 and PEO200) in distilled, deionized water with
a range of mass concentrations c0 and left to equilibrate
for at least 24 hours. The particle suspensions used in
this study were surfactant-free polystyrene spheres com-
mercially available from Sigma-Aldrich with particle di-
ameters of 0.50 ± 0.05μm and 5.0 ± 0.5μm, supplied at
up to 10% solids by volume and a particle density of
1.050 g cm−3 at 20 ◦C. The suspensions were diluted with
deionized water, if necessary, and added to the PEO so-
lutions to obtain samples with particle concentrations by
mass cp between 1% and 5%. Due to the difficulties of dis-
solving PEO into the particle solutions, the highest poly-
mer concentrations possible were around 16%. The salt
K2SO4 was added to other PEO solutions to give salt con-
centrations by mass cs between 0.1% and 1.0%. As the salt
comes in dry powdered form, it is possible to mix solutions
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with polymer concentrations as high as 25%. All samples
were left on a SRT6-Stuart roller mixer for 12 hours to
minimise the agglomeration of particles. The mixing pro-
cess was repeated for at least 30 minutes prior to every
experiment.

For the evaporation experiments, droplets of initial
volume V0 between 0.4μl and 5μl were slowly pipetted
onto clean glass slides using a positive displacement Gilson
pipette to ensure accurate dispensing of the viscous solu-
tions. Previous work [27] has shown that, provided the
droplet dimensions are smaller than the capillary length
(around 2mm), droplet volume does not affect deposition
patterns. Samples were imaged from the side during dry-
ing using an Imaging Source CCD camera with IC Capture
software, illuminated by a Stocker Yale diffuse back light
(ML-045). ImageJ was used to analyse the images and ex-
tract the profile coordinates of the deposit from the images
of the final deposit. Images of the final deposits were also
taken using a Nikon Eclipse TE2000-S inverted microscope
and an Olympus BX51 upright microscope using crossed-
polarisers to highlight the crystallised polymer spherulites.

For the droplets containing polymer plus salt, ten
droplets at each combination were deposited, and al-
though not all were usable for analysis, in total 380 dried
droplets were imaged and analysed. For the droplets of
polymer plus particls, ten droplets were deposited at each
composition, with profile images taken of three. As some
of the samples formed ring-stains, in which the centre was
lower than the edge, images taken from the side were not
able to capture the profile accurately. In these situations,
the height profile of the deposits was analysed using a Dek-
tat 150 surface profiler with a 1mg scan force to reduce
the chance of damage to the delicate samples. The pro-
filer recorded a line profile for each deposit with around
3μm horizontal resolution and almost 1nm vertical resolu-
tion. For each droplet, 6 scans were taken along diameters,
spaced evenly around the deposit.

3 Results

Tables showing representative final images for the de-
posits, both profile and overhead, for both particle sizes
and salt, are presented in figs. 1 to 6. The axes of the table
for the salt samples have been transposed owing to the
large number of different concentrations used. Repeata-
bility for all droplets was very good, as illustrated by the
superimposed profiles presented in fig. 1. Although mea-
surements were not taken from all droplets, the ten repeats
for each combination were compared by eye and in nearly
all cases the deposits were very similar, with slightly more
variation seen with droplets at the boundary between flat
and pillar structures.

Pillar formation, which is typically seen above 3% in
pure PEO droplets, is shifted to higher concentrations
with the addition of particles, with the 5μm particles in
particular disrupting the pillars. Between 6% and 10% the
pillars are more rounded and at their base extend to the
full width of the initial droplet. For all samples, steep, tall
pillars are seen at high polymer concentrations. As shown

Fig. 1. Final profile images for 0.7 μl droplets containing
PEO100 and 5 μm particles with c0 between 0% and 16% and
cp between 0% and 5%. The lower four pure polymer images
show superimposed profiles from repeated droplets to indicate
experimental repeatability.

Fig. 2. Final profile images for 0.7 μl droplets containing
PEO100 and 0.5 μm particles with c0 between 2% and 16%
and cp between 1% and 5%.

in fig. 2, the disruption is less pronounced for the 0.5μm
particles.

The overhead images of the droplets with 5μm par-
ticles are uniformly dark and did not reveal any par-
ticular variations between droplets, so are not included
here. However, higher magnification microscopy close to
the contact line shows that for low polymer concentra-
tions, particles were deposited at the edge in a ring-
stain, whereas at higher c0, particles were more evenly
distributed, as illustrated in fig. 4.

The results for samples with no polymer and shown in
fig. 5. The particle and water droplets show classic ring-
stains while the salt and water solutions show the more
complicated crystal rings seen in such “creeping” solutions
where the liquid spreads out over the deposited solid [32,
33]. The particles deposits were also characterised using a
stylus profilometer.

The total drying time did not vary significantly be-
tween the various droplets and was around 600 seconds at
standard atmospheric conditions.
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Fig. 3. Final overhead images taken through crossed polarisers
of 0.4 μl droplets containing PEO100 and 0.5 μm particles with
c0 between 0% and 10% and cp between 2% and 5%. Ring-
stains are clear at low values of c0 and at higher values (above
around 6%) pillars are present, seen as a central circle in the
images.

The deposit shapes are more usefully quantified using
surface profile data giving the height of the deposit h(r)
as a function of distance from the droplet centre r. As
we have shown previously [3], robust ring-stains are ob-
served over a range of experimental conditions, and here
we confirm this result, finding clear ring-stains for all par-
ticle droplets without PEO, c0 = 0%, as evidenced by the
c0 = 0% curve in fig. 7 for 0.5μm particles. Note that
both the height profiles and microscopy reveal that there
is at most a monolayer of particles deposited in the centre
of the ring. The other curves in this figure show the effect
of increasing PEO concentration: at low values of c0, we
still observe a ring-stain however with non-zero height in
the centre. Figure 4 suggests that there may be separation
between particles and polymer, as the ring preferentially
contains particles, and the centre contains polymer. For
higher concentrations, c0 ≥ 6.0%, a central pillar is clearly
defined, which increases in height with polymer concentra-
tion. The measured profiles using 5μm particles are not
presented, but show a similar transition from ring-stain to
pillar on the addition of PEO.

4 Discussion

We have shown qualitatively in the previous section that
the addition of either particles or salt can disrupt the for-
mation of PEO polymer pillars. It has been established
previously [26] that pillars are deposited following a four-

Fig. 4. Close-up images of the contact line of 0.4 μl droplets
with c0 of 1.6% and 12% and concentration of 5 μm particles
cp = 4%. At low c0, particles are preferentially deposited at
the edge, like a classic ring-stain despite the presence of poly-
mer. At higher concentrations, the polymer disrupts the parti-
cle movement and consequently, particles are distributed more
evenly.

stage process, where the critical step in the vertical growth
of the structures is the “bootstrap” step in which crys-
talline polymer spherulites are deposited at the contact
line and bind preferentially to the glass substrate creating
a solid collar around the reminaing liquid. Due to addi-
tional loss of water, the collar contracts, squeezing the
droplet towards the centre. As the droplet recedes, the
collar begins to squeeze the liquid upwards, away from
the substrate, which is particularly dramatic at low pres-
sures [27]. When the crystallisation process is hindered,
the collar will not form, the contact line will not recede
and pillars will not be able to form [29]. The addition
of K2SO4 disrupts the structure of PEO in aqueous solu-
tions and is known to initiate precipitation of the polymer,
by decreasing the affinity of the polymer monomers for
water compared to the polymer-polymer attractions. The
polymer chains collapse from their open, expanded coil
state, in which they are described by the statistics of a
self-avoiding chain to a more compact ideal random walk
before preciptiating out of solution in the very compact
globule state [25]. This configurational change of the poly-
mer should prevent pillar formation at low salt concentra-
tions, well below 1%. Although not of primary focus in
this work, a very low concentration of polymer (cp < 2%)
was observed to disrupt the creeping behaviour of pure
salt droplets.

In the polymer plus particle system, the polymer has
a dramatic effect on the formation of the ring-stain. The
overall deposit becomes flat at low polymer concentra-
tions, although there does appear to be some evidence for
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Fig. 5. Final profile images for 5 μl droplets containing
PEO200 and K2SO4 with c0 between 10% and 25% and cs

between 0% and 1.1%.

fractionation within the droplet, with particles preferen-
tially depostied at the edge for cp < 2%. The effect dis-
cussed above, in which polymer crystallisation at the con-
tact line drives the droplet inwards, is sufficiently strong
to overcome the self-pinning that occurs typically at the
edge of evaporating suspension droplets, preventing the
ring-stain. The effect of the particles on pillar formation
is less dramatic than the effet of salt, with the 5μm par-
ticles shifting the threshold concentration for pillars up
from 3% to around 12%, and the smaller 0.5μm particles
making very little difference to the threshold values of cp.
This suggests that pillar formation is relatively immune
to physical impurities, which only provide a steric rather
than a configurational hindrance to polymer crystallisa-
tion. Even the smallest particles are significantly larger
than the polymer molecules themselves, so do not interfere
with the molecular process of crystallisation. There may
in fact be an optimum concentration of particles around
3% to disrupt pillar formation, as shown in fig. 1, as at
5% the pillars seem to be becoming larger again.

In order to quantify how the shape of the deposits are
altered we chose to measure the skewness of the droplet
profile, and in keeping with statistical textbooks assign
the variable γ1. Skewness, which is related to the third
moment of a distribution (as mean is related to the first
moment and standard deviation to the second moment),
indicates whether a distribution function leans to the left
or right. As illustrated in fig. 7, this parameter distin-
guishes the three main types of pillar deposit: profiles
which are peaked towards r = 0 have a positive skew-
ness; ring-stain deposits in which the profile is peaked to-
wards the edge at r = R have a corresponding negative

Fig. 6. Final overhead images taken through crossed polaris-
ers for 5 μl droplets containing PEO200 and K2SO4 with c0

between 0% and 25% and cs between 0% and 1.0%.

skew; and symmetrical flat deposits have a skewness close
to zero. The simpler approach of using the value of r at
which the droplet height h(r) is a maximum does not take
into account the height of the peak, and therefore fails to
consistently identify flattish deposits, where the maximum
is not clearly defined. The use of skewness overcomes this
problem.
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Fig. 7. Deposit profiles for 0.4 μl droplets with polymer con-
centration c0 between 0% and 10% and concentration of 0.5μm
particles fixed at cp = 4%. The values of the skewness γ1 for
both left and right sides of each profile are also indicated on the
figure. With no polymer, c0 = 0%, the profile of a classic ring-
stain is seen, with negative skewness γ1 < −2. For c0 = 4% a
ring-like deposit at the edge is seen, with additional deposit in
the centre and γ1 ≈ −0.6. For c0 = 8%, the deposit is a short
pillar with γ1 ≈ 0.66 and for c0 = 10% a tall pillar is seen with
γ = 1.1.

Fig. 8. Skewness of final deposit as a function of added con-
centration of 0.5 μm particles into 0.7 μl droplets containing
PEO100 at various concentrations. Vertical error bars indicate
the difference in skew between the two sides, average over three
droplets. Uncertainties in PEO concentration are around 0.5%.

The simplest definition of skew is the non-parametric
skew, defined as the difference between the median and
the mean r̄ of the distribution, divided by the standard
deviation. However, this approach did not reliably capture
the shape of the distributions, so for our analysis we used
the standardised third moment of the radial profile. As the
data obtained from both image analysis of the interface
and surface profilometery is discrete with values of ri, hi

(and an increment δi = ri+1 − ri to account for data that
are not necessarily equally spaced), we used the following
formulae to calculate the skew:

γ1 =
∑

(ri − r̄)3hiδi

[
∑

(ri − r̄)2hiδi]3/2
.

Fig. 9. Skewness of final deposit as a function of added concen-
tration of 5 μm particles into 0.7 μl droplets containing PEO100
at various concentrations. Vertical error bars indicate the dif-
ference in skew between the two sides, averaged over three
droplets. Uncertainties in PEO concentration are around 0.5%.

Fig. 10. Skewness of final deposit as a function of added con-
centration of K2SO4 salt to droplets containing PEO200 at var-
ious concentrations. Vertical error bars indicate the standard
deviation of skewness measured over 8 droplets. Uncertainties
in PEO concentration are around 0.5%. The inset shows the
disruption factor for each of the three systems as a function
of PEO concentration, showing salt to have a larger effet than
either size of particle.

For a given distribution, with r ranging from −R to
+R we calculated the average of γ1 for 0 < r < R for the
right-hand side and −γ1 for −R < r < 0 for the left hand
side, the difference between the two halves characterising
the uncertainty in the skewness.

The results for the skew analysis for all three systems
are shown in figs. 8–10. Nearly all data sets show that the
skewness of the deposit reduces with increasing additives,
indicating that pillars become flatter. To quantify the ef-
fect of the additives, to a first approximation we fit the
data for each value of c0 with a straight line, acknowledg-
ing that a linear dependency does not necessarily give the
best agreement with the data, particularly for the salt,
and that in one or two cases the skew may even increase
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at higher concentrations. We recognise that there are lim-
itations with this simple charactersiation of the shape of
the droplet deposit, which for example does not capture
the observed segregation between particle sand polymer,
as this doesn not affect the overall height of the deposit.

We calculate a disruption factor to quantify this ef-
fect, equal to the negative of the slope of the best-fit lines.
These are plotted in the inset to fig. 10 and emphasise that
only a small quantity of salt is required to prevent pillar
formation, with an average disruption factor around 1.4
skew/%. The disruption factors for the polymer plus par-
ticle systems are significantly less, 0.05 for the 0.5 μm par-
ticles and 0.12 for the 5μm particles, with the smaller par-
ticles having less of an effect on the pillar formation pro-
cess in agreement with the qualitative observations made
from the droplet profiles.

5 Conclusions

We have investigated the effect of adding two differ-
ent sizes of micro-particles to evaporating droplets of
poly(ethylene oxide) solution. In pure solutions, PEO
forms tall pillars above around 3% concentration and
micro-particles typically leave ring-stain deposits. We have
shown particles disrupt pillar formation and polymer dis-
rupts ring-stain formation. Pillar formation is shifted to
slightly higher polymer concentrations when large 5μm
particles are added, but is less affected by the addition
of 0.5μm particles. We also show preliminary evidence
for particle segregation at higher polymer concentrations.
This observation opens up the possibility of using PEO
pillars to create functional pillars containing bespoke par-
ticles, with the confidence that the additional impurities,
particularly small particles, are not likely to interfere with
pillar formation. Potassium sulfate is known to reduce the
affinity of PEO with water, causing the coils to collapse.
By adding this salt to evaporating PEO droplets we see
significant interference of the pillar formation. To quantify
the different deposits observed we introduce the use of the
normalised third moment of the deposit profile, commonly
known as the skewness. We show that this simple param-
eter seems to capture the three deposit types, with a posi-
tive skewness for pillars, close to zero for flat deposits and
negative skewness for ring-stains. The skew values can also
be used to define a disruption factor which quantifies how
effect different additives are at changed the shape of the
deposit. We believe skewness has the potential to be very
useful for characterisation of deposits in a wide variety of
systems.
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